Table I, GSA Data Repository Rosenberg and Riller, p.1

Microprobe analyses of representative feldspar seams and feldspar “old”

grains
MPOY MPOY MPOY 9328 92403

SAMPLE feldspar feldspar feldspar feldspar feldspar

seam seam seam seam old grain

wit% wt% wt% wt% wt%
Si02 64.4570 65.7528 65.6824 64.4029 58.07
Al203 18.4707 21.5132 21.7829 18.0092 26.12
Fe203 0.1319 0.0000 0.0000 0.0210 0.0000
Ca0 0.0043 2.7164 3.1714 0.0000 8.62
BaQ 0.6018 0.0000 0.0058 0.6750 0.0000
NazO 0.5996 9.8536 9.4462 0.3610 6.66
K20 15.9300 0.0627 0.1017 16.5905 0.2
Total 100.1954 99,8987 100.1504 100.0598 99.68

Cations Cations Cations Cations Cations
Si 2.9859 2.8896 2.8793 2.9979 2.60795
Al 1.0084 1.1142 1.1254 0.9880 1.38246
Fe 0.0046 0.0000 0.0000 0.0007 0.0000
Ca 0.0002 0.1279 0.1490 0.0000 0.41474
Ba 0.0109 0.0000 0.0001 0.0123 0.0000
Na 0.0539 0.8396 0.8029 0.0326 0.57987
K 0.9413 0.0035 0.0057 0.9851 0.00358
Total 5.0052 49748 4.9623 5.0166 49886

Or 94,57 An 13,17 An 15.56 Or 96,80 An 41,54

Microprobe analyses were carried out on a CAMECA, at the University of Giessen,
Institut fiir Geowissenschaften, using an accelerating voltage of 15 kV and a beam
current of 10 pA.



	

