
Supplementary Information 
 
Figure of AFM data: 
 
AFM topographic map of the surface of the band of gold nanoparticles, with transects 
across two individual 100 nm nanoparticles marked; 1. measured thickness of 6 nm, 2. 
measured thickness of 9 nm 
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